Improved Heteroepitaxial MBE GaN Growth with a Ga Metal Buffer Layer
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ABSTRACT

We demonstrate that the use of pure gallium (Ga) as a buffer layer results in improved
crystal quality of GaN epilayers grown by plasma-assisted molecular beam epitaxy on c-plane
sapphire. The resulting epilayers show electron Hall mobilities as high as 400 cm?/Vsat a
background carrier concentration of 4 x 10'" cm™, an outstanding value for an MBE-grown GaN
layer on sapphire. Structural properties are also improved; the asymmetric (101) X-ray rocking
curve width is drastically reduced with respect to that of the reference GaN epilayer grown on a
low-temperature GaN buffer layer. Nitrided Ga metal layers were investigated for different Ga
deposition time. These layers can be regarded as templates for the subsequent GaN main layer
growth. It was found that there is an optimum Ga metal layer deposition time for improving the
electron mobility in the epilayer. Heating of the Ga metal layer to the epilayer growth
temperature under nitrogen plasmais found to be sufficient to produce highly oriented GaN
crystals. However, nonuniform surface morphology and incomplete surface coverage were
observed after nitridation of comparatively thick Gametal layers. Thisis shown to be the reason
for the decreasing electron mobility of the epilayers as the Gametal layer thickness exceeds the
optimum value.

INTRODUCTION

Gallium nitride (GaN) and related compounds have attracted considerable academic and
commercia interest. Thisisdue to potentia application in opto-electronics at short wavelengths,
and high-frequency high-power electronics[1,2]. Dueto the lack of large area bulk single-
crystalline GaN, epitaxial growth of GaN has to be done on foreign substrates such as sapphire
or SIC. Heteroepitaxial growth on lattice- and thermal-mismatched substrates results in the
formation of stress and defectsin the GaN epilayer [3]. It isknown that the crystal quality of the
GaN epilayer can be improved by introducing a buffer layer between the GaN epilayer and the
substrate [4,5]. However, the mechanisms by which the buffer layer relieves stress, and by
which the stress relaxation affects defect formation, are not well understood. In a previous study,
we found that the composition of the low-temperature GaN (L T-GaN) buffer layer isan
important parameter to control stress and material properties of the GaN epilayer [6]. GaN
epilayers grown on a Ga-rich LT-GaN buffer layer showed higher crystal quality. This result
was attributed to the ability of excess Gain the buffer layer to help relax stress at the main layer
growth temperature. On the basis of this understanding the present work extends this approach,



using a Ga metal layer instead of the standard LT-GaN buffer layer in order to maximize the
benefits of the excess Gain the buffer layer.

GROWTH AND CHARACTERIZATION

GaN epilayers were grown using a Riber 1000 molecular beam epitaxy (MBE) system.
While effusion cells were used to evaporate elemental Gaand Si, the activated nitrogen
(purity>99.9995%) was produced by a Constricted Glow Discharge (CGD) plasma source
developed at Lawrence Berkeley National Laboratory. A liquid nitrogen cryoshroud was used
during growth to obtain a base pressure in the chamber of ~ 2 x 10*° Torr. Titanium films (800
nm thick) were coated on the backs of the 10 x 11 mm? c-plane sapphire substrates in order to
increase heat absorption by radiation from the tungsten filament heater. The substrate
temperature was monitored using a pyrometer. Prior to growth, the substrates were degreased by
boiling in acetone and ethyl acohol for 5 minutes each and dried with flowing nitrogen gas.

A schematic diagram of the growth procedureis givenin Figure 1. Itissimilar to the
standard two-step growth with LT-GaN, with the exception that there is no nitrogen plasma
during the buffer layer deposition. First, the substrates were exposed to nitrogen plasmafor
nitridation for 10 minutes at 700°C. Subsequently, thin pure metallic Ga buffer layers were
deposited at 500°C. The deposition time was varied between 2.5 min and 10 min. Then, the Ga
metal layers were heated up to the main layer growth temperature, 725°C, under nitrogen plasma.
Finally, the main layer was grown at 725°C. The main layer growth rate was approximately 0.5
mm/hr. For each buffer layer deposition time, main layers were grown for O min, 5 min, 30 min,
and 4hr, resulting in 16 samples asindicated in Fig. 1. This enables usto systematically
investigate the growth mechanism. The nitridation of the Ga metal layer takes place during the
heating to the main layer growth temperature under nitrogen plasma. For studies of the nitrided
Galayers without main layer growth, the samples were rapidly cooled to room temperature after
reaching the main layer growth temperature.
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Figure 1. Schematic diagram of the growth procedure with a Ga metal buffer layer.



Free carrier concentrations and mobilities were measured by Hall effect at room
temperature. The crystalline quality of the GaN main layers and the nitrided Ga layers was
assessed by X-ray diffraction taking the full width at half maximum (FWHM) of the symmetric
(002) and the asymmetric (101) rocking curves. Cross-sectional transmission electron
microscopy (TEM) was used to investigate the microstructure of selected films. The surface
morphology was evaluated by contact mode atomic force microscopy (AFM). In order to detect
metallic Gain the nitrided Gametal layer, synchrotron radiation photoemission spectroscopy on
the undulator Beamline 12 at the Advanced Light Source (ALS) at the Lawrence Berkeley
National Laboratory was used.

RESULTSAND DISCUSSION

|. Thenitrided Ga layer for different Ga metal buffer layer deposition time

Figure 2 shows x-ray diffraction datafrom the nitrided Galayers. The phi scan along the
(002) axis shows two peaks separated by 180 degrees, and the phi scan aong the (101) axis
shows six peaks separated by 60 degrees. This means that the Ga metal is converted into highly
oriented GaN crystals during heating to the main layer growth temperature under nitrogen
plasma. The FWHM of the (002) x-ray rocking curves of the nitrided Galayer have a range of
18~30 arcmin, and the FWHM of the (101) x-ray rocking curve is about 40 arcmin.

In order to measure excess Gain the nitrided Ga layers, we carried out a synchrotron
radiation photoemission study. From the measured photoemission spectrawith 130 eV photon
energy, two peaks representing Ga 3d can be resolved, as shown in Figure 3(a). The peak at
lower kinetic energy corresponds to Ga 3d in GaN, and the higher kinetic energy peak
corresponds to Ga 3d in metallic Ga[7]. Evidently, excess Garemainsin the nitrided Ga layers
in metallic form. From the measured photoemission spectra, the peak-arearatio of Ga3d in Ga
metal to Ga 3d in GaN was calculated and plotted as a function of Ga metal deposition time, as
shown in Figure 3(b). Asthe Gameta deposition time increases, the Ga metal fraction increases
in the nitrided Galayer. Thisresult is expected since all Gametal layers were exposed to
nitrogen plasma for the same amount of time. Therefore, the main layer growth on the thicker
nitrided Gametal layer, containing more Gain metallic form, is expected to result in the higher
crystal quality according to the hypothesisin our previous study [6].
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Figure 2. Phi scans of the nitrided Ga metal layer along a) the (002) axis and b) the (101) axis.
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Figure 3. a) A photoemission spectrum from the nitrided Ga layer deposited for 10 min. Two Ga 3d peaks can be
resolved. b) variation of the peak area ratio of Ga3d from the Ga metal to Ga 3d from GaN as a function of the
deposition time of the Ga metal buffer layer.

II. GaN main layersgrown for 4hrswith different Ga metal buffer layer deposition time

Figure 4 shows the electron mobility and carrier concentration of the GaN main layers as
a function of the Ga metal layer deposition time. The electron mobility goes through a
maximum of 400 cm?/Vs for 5 minutes Ga metal deposition time. The mobility value is
outstandingly high compared with other reported values for MBE-grown GaN epilayers. This
valueis also higher than the 320 cm?/Vs found for GaN epilayers grown with optimized L T-GaN
buffer layers in our previous studies. The carrier concentration was found to be 4 x 10" cm,
independent of the Ga metal deposition time. Thus, impurity scattering cannot account for the
change in mobility. The full widths at half
maximum (FWHM) of symmetric (002) and
asymmetric (101) x-ray rocking curves of : ; ; . — 420
the GaN man epilayers were aso 1400
measured. It is known that the FWHM of
the symmetric (002) and asymmetric (101)
rocking curves are indicators of the tilt and
twist disorder of the crystal, respectively
[8]. Especidly, the asymmetric rocking
curve width is a more reliable indicator of
the structural quality of the epilayer [9]. All
GaN epilayers in this study showed an . . , , )
asymmetric FWHM of less than 13 arcmin 2 4 6 8 10
and a Wmmetric FWHM of less than 7 Ga metal layer deposition time (min)
arcmin. The FWHM of the (101) rocking
curve in particular is significantly reduced Figure 4. E_Iectron mobiIity_and carrier concentration of
compared with the 27 arcmin we observed the GaN epl_lgyer _asafunctlon of the Ga metal buffer

. layer deposition time.

for GaN epilayerson LT-GaN buffer layers.
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Figure5. AFM images (2 nmx 2
nmm) of the nitrided Ga layers ((a)

and (d)), GaN epilayers grown for 5
min on the nitrided Ga layers ((b)
and (e), and GaN epilayers grown for
30 min on the nitrided Ga layers ((c)
and (f)). (a), (b), and (c) arefor the 5
min Ga metal layer deposition time.
(d), (e), and (f) are for the 10 min Ga
metal layer deposition time.

[11. Optimum Ga metal deposition time for the electron mobility in of the GaN main layer

As shown in Figure 4, there is an optimum Ga metal deposition time for the Gametal in
terms of the mobility of the GaN main layer. This can be explained by the surface morphology
of the nitrided Galayer and the subsequently grown GaN main layers. Figure 5 showsthe
surface morphology of the nitrided Galayers and the GaN main layersfor 5 min and 10 min Ga
metal depositiontime. A nonuniform surface morphology is observed in the nitrided Ga layer
for 10 min Gametal deposition time, and thisis replicated by the subsequent main layers, as
shown in Figures 5 (d), (e), and (f).

Incompl ete substrate coverage was a so observed with cross-sectional TEM (Figure 6).
Deep trenches, also observed on the previous AFM pictures, are seen in Figure 6(a). Figure 6 (¢)
shows a higher magnification of the nitrided 10 min Ga metal layer. An exposed substrate
region is seen between GaN islands. It was confirmed that thisis not caused by ion beam
damage during TEM specimen preparation. For comparison, Figure 6(b) shows a cross section
of the thinner nitrided Ga metal layer, displaying complete coverage. It isargued that this
nonuniform surface morphology in the thickest nitrided Ga metal layer isthe reason for the
reduced electron mobility of the main layer grown onit.

a) 100 nm
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Figure 6. Cross sectional transmission electron micrographs of a) the nitrided 10 min Ga aI layer and b) the

nitrided 2.5 min Ga metal layer; c) shows the exposed substrate between GaN islands from the nitrided 10 min Ga
metal layer with higher magnification.



CONCLUSIONS

We have demonstrated that improved crystal quality of GaN epilayers grown
heteroepitaxially on sapphire can be obtained using a pure metallic Ga buffer layer instead of a
standard LT-GaN buffer layer. Significantly narrower x-ray rocking curve widths and
outstandingly higher electron mobilities were observed. Exposure of the Ga metal layer to
nitrogen plasma during heating to the main layer growth temperature resultsin highly oriented
GaN crystals. It was also observed that excess Garemains in metallic form in the nitrided Ga
layer and that its fraction was increased with thicker nitrided Galayer. In this growth procedure
there is an optimum Ga metal thickness for improving the mobility in the GaN main layer. The
reason was found to be that the thickest Gametal layer causes nonuniform surface morphology
after nitridation and this nonuniformity was replicated by the subsequent main layer growth.
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